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Abstract. We demonstrated the fabrication of complex nanostructured
InP membranes with porous compact packed structure that have been cut
during electrochemical etching in the same anodic process. The membranes
were ﬁlled with optically transparent compounds. The compounds deposition in the porous structure was carried out in diverse conditions: temperature, light, bake. The monomer was incorporated into the porous layer from a
[Zn(C3 N2 (C6 H5 )2 NO2 )2 (CH3 OH)2 ] and [Ni(C3 N2 (C6 H5 )2 NO2 )2 (CH3 OH)2 ] solution. We considered the covering of the nanoporous ﬁlm and ﬁlling the pores
with coordination compounds imprinted with nano metallic particles in order
to stabilize and adjust the sensor characteristics for speciﬁc biological samples.
Also we designed and fabricated lab-on-a-chip devices based on Si which can
be used for transporting bio-samples to the detector by means of electrowetting method. The experimental study and simulations based on Finite Element
Model (FEM) and Finite-diﬀerence time-domain Model (FDTD) show also that
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the obtained materials are promising for nonlinear optical applications, in particular for the development of electrowetting systems for MEMS, MOEMS, etc.

1. Introduction
Electrowetting has become one of the most widely used tools for manipulating
tiny amounts of liquids on surfaces. Electrowetting involves application of electrical
potential across a liquid/dielectric/electrode capacitor, a charge-induced imbalance of
forces near the liquid/dielectric contact line, and a resulting decrease in the observed
liquid contact angle. Quite a lot of electrowetting technologies are already on their way
to commercialization, including those used for liquid lenses [1], lab-on-chip [2], and
electronic displays [3]. Investigation of electrowetting on superhydrophobic surfaces
has been a more recent research topic. Thereby electrowetting can change proprieties
of surface from hydroscopic to hydrophobic and back by using applied voltage on pads
(Fig. 1).

Fig. 1. Electrowetting system based on silicon substrate.

On the other hand, the fabrication of sensor needs [4] special proprieties of the
used ﬁlms as they have to absorb as much as possible the incident light and focus it
on the biosample (Fig. 2). That was the reason to fabricate a porous membrane with
variable diameter of pores and to study the scattering light in near ﬁeld region.

Fig. 2. Model for cone – shaped pores.

Nanostructured film of InP as biosensor in 1D array electrowetting system

301

A capability to focus beams of light to small-sized spots is essential for development
of proposed nanoscale optical biosensor based on near-ﬁeld optical interactions [5,
6]. This feature will have contribution to the development of nanophotonic devices,
including precision scanner for bio-sample integrated in electrowetting system [7, 8].
An emerging branch of photonics, called “plasmonics”, aims at using nanostructured materials that support “surface plasmons” for these purposes. Plasmonics can
potentially achieve highly complex miniaturized devices by controlling and manipulating light on the nanometer scale [9–11]. Several plasmonic devices including ﬁlters
[9], waveguides [9, 11], polarizers [12], and nanoscopic light source [13] have been
demonstrated. Geometrically ordered metal nanostructures, such as periodic arrays
of metal nanoparticles, arrays of holes in metal ﬁlms, and metal nano-wire meshes
are nowadays fabricated for tunable optical responses with frequency-, polarization-,
and angle-selective enhancements. These materials may also be developed as robust
photonic crystals with large and scaleable band gaps due to their negative dielectric
permittivities.
Consequently, for better control the proprieties of porous membrane we considered
to deposit the Ag nanodots by electrochemical methods in side InP porous nanostucture. In this case we studied also the surface plasmon resonance eﬀect on intern
surface of nanoimprinted InP [14].

2. Experimental setup
2.1. Sample fabrication and morphology
We used crystalline (100) oriented substrates of S-doped n-InP with 500 µm thickness (prior to anodic etching) and free electron concentration of 1.3×1018 cm−3 . The
anodization was performed in an electrochemical double cell Fig. 3 [15].

Fig. 3. The experimental set-up used for anodization of III–V compounds.

A four-electrode conﬁguration was used: a Pt reference electrode in the elec-
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trolyte, a Pt reference electrode on the sample, a Pt counter electrode, and a Pt
working electrode. The temperature was kept constant with a thermostat. The electrolyte was pumped continuously through both parts of the double cell with the help
of a peristaltic pump, Fig. 3 [15]. All equipment involved in the experiments was
computer-controlled.
The area of the sample exposed to the electrolyte was 0.5 cm2 . The anodic etching
was carried out in 5% HCl aqueous solution at room temperature in potentiostatic
regime with the following range of values for obtaining gradient of diameter of pores:
the applied voltage linearly and exponentially decreases from 8.0 to 1.0 that leads
to changing degrees of porosity with depth. To have a thin porous ﬁlm, we applied
a shock pulse of bias from the potentiostat. The ﬁrst pulse was used to remove the
disordered layer of the porous structure (see [16]) and the next pulses were applied
to fabricate ﬁlms with ordered pores which were afterwards used in our experiments
(see Fig. 4).

Fig. 4. SEM image of porous InP ﬁlm.
The inset shows a smaller magniﬁcation.

Further details of the anodic etching process can be found in [15]. A TESCAN
scanning electron microscope equipped with an Oxford Instruments INCA energy
dispersive X-ray (EDX) system was used to analyze the morphology and chemical
composition of the porous samples.
3.2. Electrodeposition of Ag nanodots
Ag nanoparticles have been deposited electrochemically on the porous surface as
well as inside porous templates using an AgNO3 aqueous solution [17]. The deposition
was carried out with the application of 4 V pulses with the width of 100 µsec and
frequency of 0.5 sec. The size and the density of Ag nanoparticles were controlled by
the conditions of electrochemical deposition and the subsequent thermal treatment.
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The deposition during 2 minutes followed by thermal treatment at 400◦ C during 1
hour leads to the formation of Ag particles as schematically illustrated in reference
Fig. 5 [16, 18, 19].
3.3. Synthesize of coordination compounds
Coordination compounds with structural formula [Zn(C3 N2 (C6 H5 )2 NO2 )2 (CH3 OH)2 ]
and [Ni(C3 N2 (C6 H5 )2 NO2 )2 (CH3 OH)2 ] have been synthesized and characterized by
X-ray crystallography (see Fig. 6 ref. [16]). These complexes have pseudopolimeric
structures being connected to each other by hydrogen bonding (Fig. 5). This behavior made possible the introduction of these complexes in porous n-InP membranes.
The complex deposition in the porous structure was carried out in a dark room.
The monomers were incorporated into the porous layer from Zn(C3 N2 (C6 H5 )2 NO2 )2
(CH3 OH)2 :C3 H6 O and Ni(C3 N2 (C6 H5 )2 NO2 )2 (CH3 OH)2 :C3 H6 O solutions. Afterwards, the samples were dried for several days at room temperature. The morphology
of the monomer nanowires in an InP template is illustrated in reference [16, 20].
The EDX analysis of coordination compounds demonstrates that they have fully
ﬁlled the nanostructured template of n-InP along the entire depth of pores.

Fig. 5. Hydrogen bonding inside

[Ni(C3 N2 (C6 H5 )2 NO2 )2 (CH3 OH)2 ] structure.
Scattering/reﬂectance signal was measured at wavelength 531 nm. A cw Nd:LSB
microchip solid state laser was directed at incident angle α, the spot size of the beam
at the sample was ∼2 mm. The scattered light was collected at varying angle β and
guided to a detector (LN/CCD-1152-E 16-bit CCD array, Princeton Instruments).
All measurements were performed at room temperature [21].
It was observed from scattering angular diagrams [22], that for some of samples
there is a mirror reﬂection of the incident radiation and a partial dispersion. Other
structures disseminate completely the incident radiation.
3.4. Design and fabrication of electrowetting system
We have integrated the sensing surface (thin ﬁlm) into a lab on chip device [23].
The structure was formed using standard Si wafer technology: a set of golden electrodes were realized on high quality hydrophobic oxide, on the bottom of a microﬂuidic
channel (conﬁgured in SU8 polymer) allowing electrowetting process to take place.
The measurement and manipulation pads are connected to a printed circuit board
developed on the basis of an AVR microcontroller and a high sensitivity low noise
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operational ampliﬁer. The measured characteristics are saved and processed using
standard data processing software on the PC (see 3.5 part).
A voltage (V) is applied between the embedded electrode (pad) and the liquid
droplet on the dielectric layer, the solid-liquid interfacial tension decreases and it
reduces the contact angle from θ0 to θV . If an array of the embedded electrode is
patterned, the droplet can move to the activated area when a partial area of the
droplet base is activated by controlling a part of the embedded electrode array. Then
the electrowetting on dielectric (EWOD) device can be used to manipulate droplets
for dispensing, transporting, splitting, merging, and mixing.

Fig. 6. Optical microscope image of the designed microchannel chip.

3.5. Controller of electrowetting system

Fig.7. Block diagram of driving system for EWOD devices.

Lippmann-Young equation [24] shows the relationship between the contact angle
change and the applied voltage through the dielectric layer, depending on the liquidvapor interfacial tension and dielectric properties, as follows:
ε0 εr 2
V
2γlv d
where ε0 is the permittivity of free space, εr is the relative permittivity of the dielectric, γlv is the liquid-vapor interfacial tension, and d is the thickness of the dielectric
layer. According to this equation, a thinner dielectric layer with a high permittivity
is desired to lower the driving voltage.
cos θV = θ0 +
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Fig. 8. PCB view of driving system for EWOD devices.

4. Simulation model for bio applications
One can see in Fig. 9 the distribution of the E component of the EM ﬁeld along
the cone – shaped pour. Regions in brown red show values of 3.6 a.u. which are
36 times higher that the incident irradiation intensity used in simulation. Moreover,
the diameter where ﬁeld intensity is higher than 0.5 of the maximum value is around
quarter of the incident wavelength – the near ﬁeld, whereas deeper it extends to
the full wavelength diameter. Another sensitivity boost could be obtained by using
diﬀerent techniques for gathering molecules near the strong EM pikes. This can be
achieved by using static E ﬁeld or when irradiating the cones in case we obtain slow
surface EM wave in the bottom pours region.
This simulation demonstrates that strong EM ﬁelds can take place when the metallic nanoparticles are deposited in the porous semiconductor templates. Thus, the
semiconductor templates provide wide possibilities for the control of the surface plasmon resonance frequency of metallic nanoparticles, since the eﬀective refractive index
of the template can be varied from the value of the bulk material refractive index to
values around 1 or even lower than 1 by tailoring the morphology and porosity, while
the plasmon resonance frequency of metallic nanoparticles is highly sensitive to the
refractive index of the medium they are incorporated into [25].
At the same time it was shown experimentally and theoretically that electromagnetic interaction of a nanoparticle with a ﬂat dielectric surface leads to occurrence of
an additional peak in the spectrum of Rayleigh scattering which is due to the contribution from quadrupole components in addition to the dipole ones. The results
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of calculations are in a good correlation with experimental results. We considered
the Rayleigh scattering of small metallic nanoparticles placed in the proximity of dielectric bodies. The simplest conﬁguration of a semi-inﬁnite dielectric space and a
nanoparticle is considered. The optical properties of the metal are described by the
Drude dielectric function [26].

Fig. 9. EM ﬁeld distribution for a single cone.

a)

b)

Fig. 10. FDTD simulation. (a) EM ﬁeld distribution for a hundred pores cone-shaped;
(b) EM ﬁeld distribution for a hundred pores cone-shaped with Ag nanoparticles.
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5. Conclusions
Some preliminary tests on diﬀerent InP nano porous membranes ﬁlled with diverse
metallic nano powder and polymers were successfully done. Pores with high uniformity in diameter and density distribution were obtained, using a low cost technology.
The membranes indicate sensitivity in the IR and visible spectral diapasons. The goal
to obtain interaction at nano scale level was achieved. Further work is to be done on
handling the liquid samples using electrowetting manipulation with ultra short pulses
in order to obtain fast repeated experiments with short and long controlled time of
exposure of the sensing membrane to the bio environment.
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